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Calculation of the evolution of the fuel microstructure in UMo alloys and
implications for fuel swelling

J. Rest, G. L. Hofman, I. Konovalov, and. A. Maslov

ABSTRACT

The evolution of a cellular dislocation structure and subsequent recrystallization have
been identified as important aspects of the irradiated UMo alloy microstructure that can
have a strong impact on dispersion fuel swelling.  Dislocation kinetics depends on the
preferential bias of dislocations for interstitials compared to vacancies. This paper
presents theoretical calculations for the evolution of a cellular dislocation structure, and
recrystallization in U-10Mo.  Implications for fuel swelling are discussed.

1. Introduction

One of consequences of irradiation damage of uranium-alloy dispersion fuels for the
RERTR is the formation of interstitial loops, which with increasing damage pass from a
chaotic to an ordered arrangement forming a linear, or cellular (“brick”) structure. At
larger doses the structure evolves to one characteristic of deformed metals: the body of a
cell practically free of dislocations with the cell walls consisting of an extremely high
dislocation density.  Recrystallization, or grain subdivision, may occur as final result of
dislocation accumulation.

A surprising feature of recrystallized fuels, such as UO2, U3O8, UC, and uranium
alloys irradiated at different temperatures and damage rates is that the size of the
recrystallized grains is approximately of the same order of several tenths of a micron.

 Recrystallization results in the formation of a very ramified border structure that
leads to acceleration of point defect transport that is equivalent to an increase of
irradiation temperature and may result in enhanced gas-bubble swelling.

In the absence of recrystallization, very high dislocation densities can lead to a
vacancy supersaturation and bias-driven swelling.  Bias-driven swelling, or void
swelling, can lead to highly unstable fuel swelling.

The theoretical analyses considers two types of dislocations – mobile (mainly loops)
and immobile (forest, tangled, locked) dislocations. It is reasonable to connect the
formation of cellular structure with mobile dislocations and recrystallization with the
accumulation of immobile dislocations.
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2. Model for dislocation cell formation.

Two modeling approaches, one based on dislocation mechanics, and one on
energy minimization were used in order to estimate the parameters of the cellular
dislocation structure.

The mechanical approach considers the formation of a cellular dislocation
structure as a process of loop glide in a stress field caused by dislocation congestion on
planes surrounding a cell. The gliding can be "instant" if the force of interaction is more
than the force of friction in the lattice, i.e. athermal. Data for uranium show a small
change of cell size (~ a factor of 2) for an increase of irradiation temperature from -195 to
+ 350oC (increase of relative temperature from 0.05 up to 0.45) [Hudson, 1962, 1964;
Buckley, 1966]. This data supports the dominance of an athermal gliding mechanism in
this temperature range.

The mechanical analysis leads to an estimate of the cell size, L, that is
proportional to the ratio of the energy of an atom near a dislocation line to the total
energy required to overcome Paierl’s barrier and the bond energy of a dislocation with an
impurity. As interatomic forces determine these energies, the above ratio will be similar
for different materials, and to a first approximation independent of materials properties
and temperature. The estimated value of L without pinning of dislocations by impurities
is on the order of 400a, where a is interatomic distance, or about 0.1-0.2 microns. If we
introduce the interaction energy with impurities, the calculated cell size decreases at low
temperatures. A calculation of the cell size (with impurity pinning included) as a function
of temperature (interaction energy between dislocation and impurities is 0.2 eV) is shown
in Fig.1.  The results of the calculation shown in Fig. 1 are in qualitative agreement with
the data.
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RELATIVE TEMPERATURE, T/Tm

Fig.1. Comparison of calculated temperature dependence of the cell size using the
mechanical approach with experimental data for fissile and structural materials.

The calculation of loop behavior within a cellular dislocation substructure that
accounts for the elastic interaction of loops with tangled dislocations located on the cell
walls and the rapid glide of loops to the walls results in the following main results:

• A steady-state density of mobile dislocations occurs at a fission densitiy of about of
1019 cm-3;

• The steady-state density of mobile dislocations does not depend on the initial
dislocation density and exhibits a weak dependence on irradiation temperature and
fission rate that corresponds to the basic rules formulated for structural materials
[Garner, 1982].

Analytical simplifications result in a rather simple expression for the steady-state
density of mobile dislocations:
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where K is the damage rate, iα and rα  are the coefficients for loop nucleation (i.e., a loop

nucleus is formed by a di-interstitial) and recombination coefficient, respectively, and vD

and Di are the diffusion coefficients for vacancies and interstitials.
Using a=3.10-8 cm, L=2.10-5 cm, iα and rα  of the order of 1016 cm-2, we obtain

the expression [cm-2]
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 A comparison between the calculated results using Eq. (2) (the migration energy
in eV for vacancies and interstitials 

mv MkT7 8. and mi MkT12. ) and data for stainless
steel is given in Table 1.  As is demonstrated in Table 1, the calculated mobile dislocation

Table 1.  Comparison of experimental and calculated (Eq. (2)) mobile dislocation
densities in stainless steel.

The characteristics of
irradiation

Average
irradiation

temperature,
 oC

Experimental meanings
of dislocation density,

х1010cm-2

Calculated meanings
of dislocation

density,
х1010cm-2

BOR-60
K~10-6 dpa/s
[Agapova, 1982]

400
500
600

1.6-2.1
1.9-3.2
1.2-3.2

1.8
2.5
3.2

Dounray Fast Reactor
K~10-6 dpa/s
[Brown, 1974]

500
600

2-5
2-3

2.5
3.2

Ion irradiation
K~10-3 dpa/s
[Hudson, 1976]

525
600

8-13
6-20

8.3
10

Ion irradiation
K~10-5 dpa/s
[Azam, 1974]

600 3-4.3 4.7

density is in reasonable agreement with the data over a relatively wide range of damage
rates and temperatures.

A relationship between the cell size and the dislocation density can also be
derived based on an energy minimization approach [Hanson, 1986].  According to this
approach, the dislocation loops accumulate and ultimately evolve into a low-energy
cellular dislocation structure. The dislocation line energy in the dislocation cell walls is
given by

U
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where Gs  is the shear modulus, b is the burgers vector, L  is the cell size, and it is
assumed that forest dislocations primarily inhabit the cell walls.  In addition, longer-range
stresses of isolated terminating dislocation lines do not act with full force near the cell
wall, and in a cell structure they are largely screened by the surrounding cell walls at a
distance L .  A reasonable estimate for the energy per unit volume stored in them is

U
G bf L

C CW
s

A

RS|T|
UV|W|2 2

2b g
. (4)

The total stored energy in the material is

E U Us D W . (5)

It is assumed here that loop growth continues until a cellular dislocation microstructure
forms, i.e.,

g = C C - dAt
f

t tl db g b g b g b g 0  , (6)

where f b g 1 2

1

/
, is Poisson’s ratio (0.31), CA 3 for cubic cells, C  is within a

factor of 2 or so either way of  unity, and d l   is assumed to equal to the cell size L at the
point where the cellular dislocation network forms, i.e., when Eq. (6) is satisfied.  The
condition given by Eq. 6 is obtained by minimization of the total energy , i.e.,

d U U

dL
W Db g

0 . (7)

Once Eq. 6 is satisfied, it is assumed that a stable cellular dislocation microstructure with
a fixed cell size has been attained.  In order to maintain the lowest energy configuration
the continued pileup of dislocations on the cell walls will result in a decrease in cell
size L .

3. Model for accumulation of forest dislocations and recrystallization

Two approaches were used to calculated immobile (forest) dislocation
accumulation:  the 1st  based on a rate-theory model for loop interaction with forest
dislocations located on cell walls (single-loop interaction model) and the 2nd model based
on the interaction between two loops leading to the formation of immobile Lomer-
Cottrell dislocations(two-loop interaction model). This latter model also considers the
interaction of forest dislocations with mobile dislocations leading to their destruction.
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The single-loop interaction rate-theory model [Rest, 1999] consists of a set of
coupled differential equations for the time rate of change of the vacancy and interstitial
concentrations, the interstitial loop diameter and density, the density of forest
dislocations, the cavity radius and density, the average number of gas atoms in each
cavity, and the concentration of gas atoms in solution in the fuel matrix.

Both approaches assume that the production of immobile dislocations cease at
temperatures above that where dislocation annealing occurs.

 Some examples of the kinetics of dislocation accumulation are shown in Fig.2
(two-loop interaction model) and 3 (single-loop interaction model).

Fission Density, cm-3

Fig.2. Calculated total dislocation density using the two-loop interaction model compared
with data. The calculated data for uranium: continuous line - irradiation
temperature of 0.3Tm, K=5.10-5 dpa/s; dotted line - irradiation temperature of
0.4Tm, K=5.10-4 dpa/s.  The vacancy and interstitial migration energies used in the
calculation are vm  eV10. and im  eV015. .
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     UO2  T=0.3Tm  [Nogita, 1994]
     (U,Pu)C  T=0.4Tm  [Ray, 1984]
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 Fig. 2. Calculated total dislocation density d fd  as a function of burnup using the
single-loop interaction model. Also shown is fit (over the range of 6-44 MWd/kg)
to measured dislocation density from Nogita, 1994.

The calculated dislocation density provided by both model approaches is in
reasonable agreement with the data.

Condition for recrystallization.

For a given value of the stored energy, Es , nucleation of a new crystal of material
results in a net change in free energy, G , given by

G E x xs
3 23 , (8)

where is the surface energy density, and x t( )  is the candidate grain diameter at time t.
The first term on the right side of Eq. (8) is the decrease in free energy due to the creation
of strain-free volume and the second term is the work required in order to create the grain
boundary surface.  G  has an extremum (maximum) with respect to x , i.e.,
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d G

dx
0 , (9)

 at a value of x  given by xmax

2

Es

, where the value of G  at xmax  is G
Es

max

4 3

2 .  As

Es  increases, xmax  and Gmax  shift to smaller values.  Subsequent to the formation of a
cellular dislocation network, continued pileup of forest dislocations on the cell walls
decreases the cell size according to Eq. (6) with the loop diameter, dl , replaced by the
cell size L .  Recrystallization occurs when Gmax  has achieved a minimum, i.e., when

xmax L , (10)

i.e., the candidate grain size becomes the recrystallized grain size which is taken to be the
cell size at that instant.

Mechanism of recrystallization.

Using the classical energy approach to describe the formation of
recrystallization nuclei, the critical radius Rc can be express as

E
Rc ∆

⋅= γ
2

3
, (11)

where E is the difference in energy between recrystallized material without dislocations,
and pre-recrystallized material with a high dislocation density.

 For edge dislocations with Burgers vector equal to a, the energy associated with
the presence of dislocations can be derived from the classical approach of continuous
matter as

E
G as

2

4 1( )
(12)

where dl
dl

or
ln

/1 2

, dl  is the dislocation density on the cell border (approximately

10 times larger than the density referred to the entire volume of material), and ro is the
radius of a dislocation core (approximately equal to a).
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The final expression for the critical size of recrystallization nuclei
for 4 1 10( ) , a 3 10 8 cm and / ( )G as 10 2  (the relation characteristic for
metals) is [in cm]

ψ/105 6⋅=cR  . (13)

Let us assume that a source of energy for “instant excitation” of a group of atoms
for simultaneous reorganization into a nucleus is the energy transmitted by a fission
fragment at the end its trajectory (thermal spike). The initiation of recrystallization is

given by the condition 
4

3
3R Vc s  where the volume of the thermal spike Vs 10 17  cm-3.

Figure 4 shows the calculated recrystallization dose as a function of temperature and
damage rate made using the above stated conditions compared with data.

Fission Density, cm-3

Fig.4. Calculated TTT-curves of irradiation induced recrystallization of uranium: recrystallization
indicated by filled symbols, open symbols indicate absence of recrystallization.  Also
shown (star symbols) are the calculated recrystallization doses made using the energy-
minimization model exemplified by Eqs. (6), (9), and (10).

The TTT-diagram (time-temperature-transformation) of recrystallization shown in
Fig.4 is similar to phase transformation curves in alloys.  The difference between the
position of the nose of the calculated curves in Fig. 4 for different damage rates is
associated with the number of available interstitials. The number of interstitials decreases
with increasing damage rate due to interstitial loss mechanisms such as defect
recombination.
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Also shown in Fig. 4 are the calculated recrystallization doses for U-10Mo and
UO2 made using the energy-minimization model exemplified by Eqs. (6), (9), and (10).
As shown in Fig. 4, the calculated doses are in reasonable agreement with the data.

Let us use classical nucleation and growth in order to calculate the number and
size of recrystallized grains.  On the cell walls, assumed to consist of one-tenth of the
volume of the material, the production rate of recrystallized grains is given by

N

t
GR 01. (14)

where G is the fission rate, and N R  is the density of recrystallization nuclei.

Let us define the growth rate of recrystallized grains, vR , as

v a kT E kTR v aexp( . / )[ exp( / )]10 1 (15)

where Ea = E Na/  ( Na is the number of atoms in a unit of volume) is the difference in
the energy of an atom between that in an ideal lattice, and that in a material deformed by
dislocations. Taking into account the small value of E kTa /  and using a value for the

frequency factor v 1013 s-1,

ψ)/0.1exp(
2.0

kT
kT

vR −= [cm/s] . (16)

 Fig. 5 shows the calculated size of recrystallized grains using Eqs. (14) and (16)
as a function of relative temperature compared with data.  The calculation does not
correspond to the trend of the data in that it predicts a much smaller recrystallized grain
size than that observed at relative temperatures less than 0.3.

  Also shown in Fig. 5 are the calculated size of recrystallized grains made using
the rate theory of dislocation formation and growth [Rest, 1999] coupled with the energy
minimization approach exemplified by Eqs. (6), (9) and (10).  The calculated quantities
based on this approach are in good agreement with the measured quantities.
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Fig. 5. Comparison of calculated diameter of recrystallized grains with data.

Conclusions

The evolution of the dislocation structure and recrystallization have been
identified as important aspects of the irradiated UMo alloy microstructure that can have a
strong impact on fuel swelling. This paper presents several theoretical approaches for
calculating the mobile and immobile dislocation density and subsequent recrystallization.
The results of the analyses support a picture of recrystallization based on the
accumulation of immobile (forest) dislocations on the walls of a cellular dislocation
structure.

The results of the analyses do not support a classical nucleation and growth
mechanism for irradiation-induced recrystallization phenomena.  Instead, the formation
of a cellular dislocation network relatively early in the irradiation followed by the buildup
of immobile dislocations on the cell walls has been identified as the most likely
mechanism.  The buildup of immobile dislocations on the cell walls leads to an increase
in the stored energy in the material.  For high enough values of the stored energy, the
system will have a thermodynamic preference to form new interfaces (boundaries) in
order to reduce the strain energy within the bulk material.
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 In the absence of recrystallization, very high dislocation densities can lead to a
vacancy supersaturation and bias-driven swelling.  Bias-driven swelling, or void
swelling, can lead to highly unstable fuel swelling.  On the other hand, recrystallization,
or grain-subdivision, results in the formation of a very ramified border structure that leads
to the acceleration of point defect transport that is equivalent to an increase of irradiation
temperature and may result in enhanced gas-bubble swelling.  This type of swelling,
however, is gas-driven and thus results in stable swelling behavior throughout the fuel
operating temperature range (below the aluminum matrix melting temperature).
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